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Applicant:  WUYI YINGYUAN IMPORT AND EXPORT COMPANY LIMITED
Address: NO.77 QINGYUN ROAD,PHOENIX HILL INDUSTRIAL ZONE,WUYI,ZHEJIANG CHINA

Sample Received Date:  Jan. 25, 2022
Completed Date: Jan. 26, 2022
Report Date: Jan. 26, 2022

The following merchandise was (were) submitted and identified on behalf of the applicant as:
Sample Name: S/S MUG

Test Result(s): Please refer to next page(s).
Test Requested and Conclusion(s):

No. Standard and Requirement Conclusion(s)
General Recognized As Safe (GRAS) specification for US FDA
1 regulation on Stainless steel PASS
- Total Chromium
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Test Result(s):
Total Chromium - General Recognized As Safe (GRAS) specification for US FDA regulation on Stainless steel
Method: Acid digestion method, analyzed by Inductively Coupled Plasma Optical Emission Spectrometer

(ICP-OES) .
Substances Chromium (Cr)
CAS No. 7440-47-3
Reporting Limit (%) 0.0010 Conclusion
Limit (%) 10.5
Material No. Result (%)
1 14.9041 PASS

NOTE: 1. % = percentage.
2. N.D. = Not Detected (Less than Reporting Limit).

Test Material List
Material
No.

1 Silvery metal Mug inwall | &

Sample Description Location
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Photo of Sample:

***End of Report***
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