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CUSTOM PLASTIC SPECIALTIES,INC
5678 WEST RIDGE ROAD ERIE,PENNSYLVANIA 16506
TWO SIDED CHROME KEYTAGS

APR. 06,2023
APR. 06,2023 TO APR. 19,2023

Test Requested Result
- Total Lead in Substrate - According to Consumer Product Safety Improvement Act 2008 (CPSIA) PASS
- Total Lead in Substrate - According to California Proposition 65 PASS

- Total Lead test - Canada Approved Consumer Products Containing Lead Regulations

(SOR/2018-83)

PASS

***  FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ***

Signed for and on behalf of
Greatesting Service Shanghai Co.,Ltd

Chep aan

Approve:Carp Quan

Position:Technical Supervisor
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If the project has not been assessed for competence, the results will only be used for scientific research, teaching or internal quality control,not as social justice data.

Part copy report is invalid without the approval of the written documents of the testing organization.

Unless otherwise stated, the results shown in this test report refer only to samples received and tested by the laboratory and retained for 30 days only.

The above samples and information are provided and confirmed by the customer, this company is not responsible for the authenticity of the samples, and does not assume the
responsibility of verifying the accuracy, appropriateness and integrity of the information provided by the customer.

The whole responsibility of Greatesting Service (Shanghai) Co., Ltd is to ensures that this job has been performed according to our Quality System and complying contract and
legal conditions. This company bear only limited liability such as within 5 times of the cost of the test item and do not undertake any joint liability caused by this document.
Reproduction of this document is only valid if it is done completely and under the written permission of Greatesting Service (Shanghai) Co., Ltd.

If you happen to have any complaints, please do it by sending email to info@greatesting.com and referring to this report number.
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Sample Photo:

***TO BE CONTINUED***
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If the project has not been assessed for competence, the results will only be used for scientific research, teaching or internal quality control,not as social justice data.

Part copy report is invalid without the approval of the written documents of the testing organization.

Unless otherwise stated, the results shown in this test report refer only to samples received and tested by the laboratory and retained for 30 days only.

The above samples and information are provided and confirmed by the customer, this company is not responsible for the authenticity of the samples, and does not assume the
responsibility of verifying the appropri and integrity of the information provided by the customer.

The whole responsibility of Greatesting Service (Shanghai) Co., Ltd is to ensures that this job has been performed according to our Quality System and complying contract and
legal conditions. This company bear only limited liability such as within 5 times of the cost of the test item and do not undertake any joint liability caused by this document.
Reproduction of this document is only valid if it is done completely and under the written permission of Greatesting Service (Shanghai) Co., Ltd.

If you happen to have any complaints, please do it by sending email to info@greatesting.com and referring to this report number.
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Result:

1. Total Lead Content in Substrate (CPSIA)

Test Method: With reference to CPSC-CH-E 1002-08.3, analysis was performed by ICP-OES.

Limit: According to Consumer Product Safety Improvement Act 2008 (CPSIA)

. Test Result -
Tested Item(s) Unit 1 M.D.L. Limit
Total Lead ppm ND 10 100

Note:

ND = not detected, less than M.D.L

M.D.L. = method detection limit

ppm = milligram per kilogram, mg/kg

The sample(s) is (are) tested as specified by client.

2. Total Lead Content in Substrate (CA65)

Test Method: With reference to CPSC-CH-E 1002-08.3, analysis was performed by ICP-OES.

Limit: According to California proposition 65

) Test Result .
Tested Item(s) Unit 1 M.D.L. Limit
Total Lead ppm ND 10 100

Note:

ND = not detected, less than M.D.L

M.D.L. = method detection limit

ppm = milligram per kilogram, mg/kg

The sample(s) is (are) tested as specified by client.
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If the project has not been assessed for competence, the results will only be used for scientific research, teaching or internal quality control,not as social justice data.

Part copy report is invalid without the approval of the written documents of the testing organization.

Unless otherwise stated, the results shown in this test report refer only to samples received and tested by the laboratory and retained for 30 days only.

The above samples and information are provided and confirmed by the customer, this company is not responsible for the authenticity of the samples, and does not assume the
responsibility of verifying the accuracy, appropriateness and integrity of the information provided by the customer.

The whole responsibility of Greatesting Service (Shanghai) Co., Ltd is to ensures that this job has been performed according to our Quality System and complying contract and
legal conditions. This company bear only limited liability such as within 5 times of the cost of the test item and do not undertake any joint liability caused by this document.
Reproduction of this document is only valid if it is done completely and under the written permission of Greatesting Service (Shanghai) Co., Ltd.

If you happen to have any complaints, please do it by sending email to info@greatesting.com and referring to this report number.
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3. Total Lead test (Canada Approved Consumer Products Containing Lead Regulations(SOR/2018-83))

Test Method: analysis was performed by ICP-OES.

Limit: According to Toys Regulations (SOR/2018-83)

. Test Result o
Tested Item(s) Unit 1 M.D.L. Limit
Total Lead ppm ND 10 100

Note:

ND = not detected, less than M.D.L

M.D.L. = method detection limit

ppm = milligram per kilogram, mg/kg

The sample(s) is (are) tested as specified by client.

Sample ID. Test Part Description
1 Silver metal

*** END OF REPORT ***
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If the project has not been assessed for competence, the results will only be used for scientific research, teaching or internal quality control,not as social justice data.

Part copy report is invalid without the approval of the written documents of the testing organization.

Unless otherwise stated, the results shown in this test report refer only to samples received and tested by the laboratory and retained for 30 days only.

The above samples and information are provided and confirmed by the customer, this company is not responsible for the authenticity of the samples, and does not assume the
responsibility of verifying the accuracy, appropriateness and integrity of the information provided by the customer.

The whole responsibility of Greatesting Service (Shanghai) Co., Ltd is to ensures that this job has been performed according to our Quality System and complying contract and
legal conditions. This company bear only limited liability such as within 5 times of the cost of the test item and do not undertake any joint liability caused by this document.
Reproduction of this document is only valid if it is done completely and under the written permission of Greatesting Service (Shanghai) Co., Ltd.

If you happen to have any complaints, please do it by sending email to info@greatesting.com and referring to this report number.
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